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AL K (Test Results)

382X 21 4% (PART NAME)No. 1 : #kggiga) (MIXED ALL PARTS)

AR E¥% A7 % iyl I

(Test Items) (Unit) (Method) (MDL) No .1
% / Cadmium (Cd) mg/kg % HIEC 62321: 20087 i, REEIBEE 2 n-d.
4% / Lead (Pb) ng/kg I8BT4 SRR . / With reference 9 n.d.

to IEC 62321: 2008 and performed by
K / Mercury (Hg) mg/kg |1cpP-AES. 2 n.d.
~184% / Hexavalent Chromium mg/kg éﬁﬁ?IEC 62321: 2008 7=, VAUV-VISHA]. 2 n.d.
Cr(VI) / With reference to IEC 62321: 2008
and performed by UV-VIS.

3B XA / Sum of PBBs ng/kg - n.d.
—iR&BH3K / Monobromobiphenyl mg/kg 5 n.d.
Z&B3KX / Dibromobiphenyl mg/kg 5 n.d.
ZREK / Tribromobiphenyl mg/kg 5 n.d.
VIR / Tetrabromobiphenyl mg/kg |42 1EC 62321: 2008 3%, ARG M 1H/ 5 n.d.
FSWEK / Pentabromobiphenyl mg/kg |ELi&A . / With reference to IEC 5 n.d.
SSUBHE K/ Hexabromobiphenyl mg/kg 62321: 2008 and performed by GC/MNS. 5 n.d.
&% 3K / Heptabromobiphenyl ng/kg 5 n.d.
NiSHE3K / Octabromobiphenyl mg/kg 5 n.d.
LR B K / Nonabromobiphenyl mg/kg 5 n.d.
&3 X / Decabromobiphenyl mg/kg 5 n.d.
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7 kAR Al

X

gl =% \:¥E gl 2k 5
AHA B k02 AT & WRE | (Result)

(Test Items) (Unit) (Method)
(MDL) No.1
% aM XBkefe / Sum of PBDEs mg/kg - n.d.
— AR/ Monobromodiphenyl ether mg/kg 5 n.d.
ZRT KA/ Dibromodiphenyl ether mg/kg 5 n.d.
SR REE / Tribromodiphenyl ether mg/kg 5 n.d.
VY AT O/ Tetrabromodiphenyl ether| mg/kg %%IEC 62321: 2008773k, iniﬁg’*ﬁfi/ 5 n.d.
B W OREE / Pentabromodiphenyl ether | mg/kg [HZ4& M. / With reference to IEC 5 n.d.
SNiRWEREE / Hexabromodiphenyl ether | mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.
B REE / Heptabromodiphenyl ether| mg/kg 5 n.d.
NGB OR R/ Octabromodiphenyl ether mg/kg 5 n.d.
BT KB/ Nonabromodiphenyl ether mg/kg 5 n.d.
s K EE / Decabromodiphenyl ether mg/kg 5 n.d.

#3x(Note)
1. mg/kg = ppm; 0.1wt% = 1000ppm
. n.d. = Not Detected (ik#é‘yfﬂ:‘.)

. MDL = Method Detection Limit (77 #:/8 8|4 FRAA)

2
3
4. "-" = Not Regulated (B IRA&AE)
5

CBESARREERATEFARLRSNR ) RETHRSANRLEEFIRALPEANE-—HTH LS.

was/were analyzed on behalf of the applicant as mixing sample in one testing. The above results

was/were only given as the informality value.)

(The samples
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1) BRAERTOREE MM > b LT REMB - (SELRKF %R ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )
2) AR AR : #%81% / Name of the person who made measurement: Climbgreat Yang
3) MR & EA : k4% / Name of the person in charge of measurement: Troy Chang

W4~ B4 / Cutting ~ Preparation

v

AR LS EE / Sample Measurement
4 Pb~ 43 Cd % Hg %44 Cr
h 4 \4 v
IRIET B S 09MH Mo vk 388 0 BR 3 AT AL (de T & R B B B B RER SRR AL Ao il Bk [Add
P -1 )  Acid digestion by suitable acid depended on Microwave digestion with HNOs/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v v

J_‘ 88 / Filtration }_i o f B L B AT K AL 3E

y I / Heat to appropriate
| &z [ Solution | | #%7% | Residue | temperature to extract
1) @%l‘&%ﬁ‘)};— / Alkali Fusion 7:»‘?517?&5@/.1@%?% / COOI,
v 2) HBEIER /HClto dissolve filter digestate through filter

| A8 AT R T B ADE#EMK | ICP-AES |

v

¥ @A E | Sample Material JHAbBk k4848 / Digestion Acid e AB GBI E /Add
4, 4R, B, B8 | EoK, HiE;, B, SRR, TAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNOs;, HCI, HF, H,0, color development
3% 3% | Glass A EL, 8RB / HNOy/HF +
&, 44, 42, MR/ X7k /Aqua regia
Gold, platinum, palladium, ceramic VRSN R-T AR &
4% / Silver Hi# [ HNO; A AR s iR 2 540 nm 8y R
# 1% / Plastic Bk, %Ak, Aisk, B8k /| HySOs H,0,, HNO;, HCI HE [ measure the
b, | Others A NAETE: £ 74278 A% | Any acid to total digestion 3t\)/sc\)/rltéance at 540 nm by
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3 RB K/ % LB Xek 5477442 8 | PBB/PBDE analytical FLOW CHART

| RRAAE - FH,#WH [ Name of the person who made measurement: Roman Wong
B AR A FA R4 E [ Name of the person in charge of measurement: Troy Chang
wRaAA2 A | First testing process ——»

EIFMERAZA [ Optional screen process «-sssssasss

#ERAZKF | Confirmation process =— - = «p

Sample / # &
v

Sample pretreatment / #: 5% 77 & 52

{

Screen analysis / #1654

[ ]
[ ]
-IIIIIIIIIIIllllllllllllllllllllllll

v

Sample extraction # & 2 H/
Soxhlet method % X 3EH %

|
v

Concentrate/Dilute Extracted solution
R R GE IR
]
v

Filter / # & @i5
[]
v

Analysis by GC/MS /
AR A7 H AR AT
v

Issue Report iEir#%
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Test Report |
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* BAFPRAFART  AATETRRAZAES/ Rz,

(The tested sample / part is marked by an arrow if it's shown on the photo.)

*% 4R LE R (End of Report) **
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